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DINGYAMNG-FLAMGE & PIPE FITTING

THE INTERNATIONAL CERTIFICATION NETWORK

CERTIFICATE

COM as an IQNet Partner hereby states that the organization:

Langfang Dingyang Flange Pipe Fitting Co.,Ltd.

Certification Add.: 1-3-908, Zifincheng Commarcial Bullding, Guangyang Zone, Langfang City, Habei,
PR.China

Post code; D60
Sfor the followning scope:
Supplying exportation of pipe fittings, fMlanges and valves, ete. steel products
has implemented and maintains a

Quality Managemen! System
which fulfils the requirements of the following standard:

ISO 9001:2008

Issued on: 200 7-02-23
First issued on: 200 6-02-04

firt R imilndity dlite, pleass fefier 1o the origanal cerfificule * ieased B OO

Registration Number: CN-002160Q10947R0S

W di%!!—p%—v -d'i"“

.'._E_t Michael Drechsel Ji XiaoDong @
President of IQNet General Manager of OOM

10N Partaers®
AENOR Spaim  AFNOR Certificomtion Fronce  Vingotte Selgam APCER Formugal C©CC Cyprus
CIEQ Raly COC China ©CQM Ching  CQS Cooch Republic Cro Cert Croatia DOQS Holding GmbH Germanyy
PCAV Hramil FONDONORMA Venegarld ICONTEC Colodibia  IMNC Meses  Inspects Certification Findond  INTECO Costa Bica
TRAM Arpenting  JOA Jopan KFQ Kereo  MIRTEC Greece MEZT Hungary Nembo AS Nonooy  NSAL belond  PCBC Podoned
Crendity Austrin Austng ER Russs  SIGE Ménoo S ferael 510 Slovemin SIRIM QAS Internntonal Maefaymie
B8 Sustseriond SRAC Hamenio TEST 51 Petersburg Pussin TSE Twekey YUQS Serbin
et in represenied in ihe USA by AFNOR Ceriflleadion. C155, 08 Holding GmbH and N3A1 ine

* This atiestation s directly Mnked o the MjNet Parner’s orggnal cemificate and ahall not be used aa 8 stand-alone document
" The hst of 108N pariners |8 vabiil ai the vime of iasue of this centificate. Upalated mdormatian ia avadlalble under wew, ignet ~certifeminon com
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Inspection Order No. :  IN-BJ-5301-120099
Boss Mo, :  IN-BJ-5301-120009

Page No. : Taefs
Date of issue: Dec.01, 2016

INSPECTION REPORT
(ren-negotable)
- Description and Quantity of The goods was shown 58 follows.
Commedity: Elpow ASTM A234 WPE: 238pcs
= Name & Address Of Buyer: ST R T i
-Name & Address Of Seller; LANGF ANG DINGYANG FLANGE PIFE FITTING CO_LTD.
- Inspection Date & Place: Mov 20, 2016 in Cangzhou city, China
- Contact No.: NA
= Nature Of Inspection: Item Comment
1. Dimengion check for elbow —
randomiy e o
2. Vsual check for elbow ' "
randomiy Subgect o chent's evalualion
¢ "?,m:'wm ez Subject lo chent's evaksalion
- Inspector: P e Daniel Gao

This is to repor that we, SG5-CSTC Standards Technical Senaces Co., Lid. at the request of our client
conducled the following inspection:

E‘l.lll'l'l!l'll Ewl

Dwring the inspecton, the following instrument calibrabon status has been checked lor inspechion:

No. | MEASURING INSTRUMENT DESCRIPTION | CALIBRATION STATUS “E'{‘OT:#’”E 'j*“
1| Vernier Caliper | 2016 03 25-2017.03.28 201607363 |
2 | Thickness gauge | 2016.05.04.2017.05.03 IN.TJ-OF-14 |
Db Liceaind
Tk cncarTanct i it by B Compary under i Cereeal Corditonm of Serdds sceawbls o hBp Crvs an confierse it tordtom Sis Asesbos &
rawn e Fa o nasity el sk gt Faerte

Bervy G Baider of Pt Socurend o, idnid Fal rltrmabion corkansd Banson efsch B Cosrpiry & ndngi of B B of £ mlirasnion only S wilten B
iy o Cipd b eainior, d ary Tr Commgaenyy i ettty o8, i A5 Clae el el do0ummb ol oS ol SaDnae B Pl kD B FaRasilon. o
wnpepaang Bl Faer POPlY a0 DBRpEIORS e o FReAtion dotereris. Ay GPaorsed $Teraton Tompary of Taieoaion of e CoRlENE OF BOEERInGe o B
cstnarraned o il W MnRleen iy B roeuted 1 B RBea pulerd of B s

S05-CATC Srandards Technical Servoss Co, Lid, AW F Canlury Yulus Marsicn, Mo T3 Fucherg Road, Beprg Chira, 100042

T: =8 (D) 10 S84 5600 Eolll f0) 90 BB45 5838 WWW.CN. S8 .COM

Merntwr of i S05 Geoup | Rocsitd (uvdral de Sunesiianoe)
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Page: 1/8
Industry & Facilities Division
@ 0 Interim
Ve T ® Final
INSPECTION REPORT N° INS/T-15/167-01 |
BV Job nr: INSIT-15/187 ] - ‘
PROJECT: Ref: INS/T-15/167 |
BY Client: P/o nr: NA
(clisnt to BV}
Manufacturer:Lang fang Ding yang Group Co.,Ltd P/o nr: NA
{ctient to Menwiaclurer)
| Inspection requested by: BV
SUPPLY / SUBJECT OF INSPECTION ITEM | TAG Nr QTY(pcs)
| See the annex ! !
 DOCUMENTS OF REFERENCE : Sse coniinuation sheot for additional doct ts: (] Yes < No

Title

Reference n* | Rev. | Approved by Dale
BS

Cricular flanges for pipes, vaive and fittings

BS4504 /

2009

Pipe Flanges and Flanged Fittings

ANSI B16.5 ! ANSI

2009

INSPECTIONS :

Date: Oct
S O

Place: Mengcun county, Cangzhou
city ,Hebei Province, China

Before manufacturing
During manufacturing
Final

_] Packing

ﬂg’ﬁm

Pre-inspection meeting
(X Document and QC record review
Visual examination, checks
[ Witnessing tests
[C Manufacturing progress status
[ vendor assessment
@ Final inspection

[] Packing
(for detalls see continualion sheel)
Stamping :
O No R 8 o

& Date or 3

NA
9¥-10", 2015

Neon Conformities Reports (NCR):
o NCR's issued during reported period :

Results of inspection : [X Satisfactory [] Unsatisfactory

v o List of outstanding NCR's :

NA

NA

Main Conclusions & Remarks:

BV inspector inspected the flanges.
Final inspection result is satisfactory
{for more details, please refer to the inspection details herainafter)

Next visit scheduled:

INSP 002 En - GM SI 101

Pls wnite lo

Copyright Bureau Veritas 04/2011

“WEINSTQR SHen buresuveditas.coni” if you have any questions on validity of this report.

NG
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INSPECTION REPORT

Pre-Shipment Inspection

Report No. : H-14051340

INSPECTION INFORMATION

Client
Supplier LFANG FANG DING YANG GROUP CO.,LTD
Factory LANG FANG DING YANG GROUP CO.,LTD

Inspection Instruction

P.O. No. 140410/2P Sampling Plan 1SO 2859: Single, Normal
tem No. Refer to quantity table Inspection Level | G-Il

Inspection Date 2014.05.22~2014.05.23 Sample Size 80pcs

Inspection Location AQL Critical:0,Major:2.5 ,Minor:4.0

Product description

Pipe

INSPECTION RESULT SUMMARY

Category Conform Not Conform Pending
1.Quantity X
2.Workmanship X
3.Style, Color & Documentation X
4.Field Test & Measurement X
5.Shipping Mark & Packaging X
OVERALL CONCLUSION | PENDING for client's evaluation

Final Decision

Client has the final decision to reject or approve

HQTS Inspector’s Signature:

Factory Signature and Chop:

FEER AR FINEAIR, *EREEFE, RESE. FEXLFFEE WAEFGRFNRE, FARETHESAERMERHESR EFXERENE.
The final inspection resuit should be subject to the approval report by HQTS, while the draff report is only for your reference. A Final inspection report will be
issued after verification and be sent to the client. The results stated in Draft report may change subject to verification by the technical department

Doc No.: IRP-345-HQT

Page 1 of 30



INSPECTION  CERTIFICATE
a m .._.Mm & hﬂm Inspection Centificate to EN10204-3.1

MESSRS DATE: 2014-09-28
i & INVOICE NO: PO.NO 3147
JOB NO
" i PRODUCT: FLANGES
ORDER NO: PONO.3147 & e Pages: 0101
R‘ h ‘ f-“ H
VISUAL INSPECTION | DIMENSION INSPECTION | HEAT TREATMENT CONDITION | LIQUID PENETRANT EXAMINATION | RADIOGRAPHIC EXAMINATION
5 W 10 i o B & % = BENG e Y BaE
GOOD GOOD Normalizing 900C £ 10C, 3h GOOD GOOD
STANDARD OF RAW MATERIAL ANSN
HH R
CHEMICAL COMPOSITION  (f£FH 1 %)
SIZE OF FLANGE QTY
= mw | € - - s °
300# BL RF 2° 253 020 025 082 0.009 0013
300# WN RF XS SP5.54 2" 842 020 025 082 0.009 0013
300# WN RF S40 SP7.116" 187 o 027 084 0.006 o011
MECHANICAL PROPERTIES (LMt M)
SIZE OF FLANGE HARDNESS YIELD STRENGTH TENSILE STRENGTH ELONGATION REDUCTION
P 1 7 9 + *(HB) M)) (Nmm') SIS EN mm') ol v 3 LED (%)
300# BL RF 2° 143 315 522 270 45

300# WN RF XS SP5.54 2" 143 315 522 270 46

300# WN RF S40 SP7.116" 145 316 520 270 41
HEATNO. Gl i ') 7082

WE HEREBY CERTIFY THAT THE ABOVE RESULTS ARE TRUE AND CORRECT IN EVERY DETAIL. CHIEF INSPECTOR
EdoRMicafRpMeREL vt eiFmL ¢ RAEREN

A FDY ppicra e e

DINGYAMNG-FLAMGE & PIPE FITTING
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Carbon steel

Stainless steel

-

Alloy & Galv steel
Details:

Typed marking

Spiral line Case packing
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G

Processing
Technolog FORGED . CASTING . PLATE
T'\FpE WELD MNECK (WM) , SLIP ON(S0), PLATE(PL). BLIND (BL), THREAD (TH) ETG.
Size 3/8'' - 88°' OR LARGER
Pressure ANS|/BS 150# — 2500%, DIN PN6 — PN400, AP| 5000 psi — 25000 psi
ASTM SASAIO0S N F304./304L F316/316L
c22. 8 A182F5. .. F91 316TI
= P245GH ASTM A350LF AGI4F
Material
P2B5GH P250GH (1. 0460) RST 37.2
5235JR 208 SF390A 4404
55400 W. Nr. 1. 4501/1. 4547 UNS S32750/32760
ANS1 B16. 5 UM I BS 10
KS & JIS EN 1092-1 GOST 12820
DIN BS 4504 GOST 12821
Standard AS NS SABS 1123
150 GB VSM
MSS SP44 AWWA ©207 ANS| B16. 47
APl 605 NFE 29203 AP GA

BLACK PAINT COATING OR BLUE ,GOLD PAINTING ETC.

VARNISH PAINT COATING, VARNISH OIL COATING,

ELECTROCOLD GALVANIZING COATING
(GOLDEN OR SILVERY WHITE. COATING THICKMESS 207 30MM)

HOT DIP GALVANIZING COATING
(COAT ING THICKNESS 200MM AROUND)

Delivery Time 7730DAYS UPON YOUR REQUESTS

Packing PLYWOOD PALLET, PLYWOOD CASE. UPON YOUR REQUESTS

CERTIFICGATION: 130, API. PED,GE. TUV DIN ETC.

Inspection &

MILL TEST GERTIFICATE: EN10204/3. 1B, ETC..

Certification
FAGCTORY IN-HOUSE OR THIRD PARTY INSPECTION ETC.

Payment Term T/T, SIGHT LAC, USANCE L/C ETC.
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Carbon steel

e
= O
&

Stainless steel

Alloy & Galv steel

Details :

E—
Typed marking

< —

Biw

Typed marking Inside surface
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DINGYAMNG-FLAMGE & PIPE FITTIMG

Products

Size

Type

L TH G ERS

Standard

Material

Surface
Packing

Delivery time

Inspection &
Certification

PAYMENT TERM

DINGYANG-FLANGE & PIPE FITTIN

- wWwWT

@* , -&

Elbow, Bend, Equal /reducing Tee, Con/Ecc Reducer, Cap, lap joint, SADDLE

Seamless (SMLS) Elbows:
Welded Elbows (seam) :

1/2"-24" | DN15-DN600
24” -72", DN600-DN1800

LR 30, 45, 60, 90, 180 degree SR 30, 45, 60, 90, 180 degree

1.0D, 1.5D, 2.0D, 2.5D, 3D, 4D, 5D, 6D, 7D—40D.

SCH10, SCH20, SCH30, STD SCH40, SCH60, XS, SCH80, SCH100, SCH120, SCH140,
SCH160, XXS

ASME, ANSI B16.9;

DIN2605, 2615, 2616, 2617

JIS B2311, 2312, 2313, SGP

GOST 17375,17376, 17378 , 30733

EN 10253-1 ,EN 10253-2

Carbon steel (ASTM A234WPB, A234WPC, A420WPL6.

Stainless steel (ASTM A403 WP304, 304L, 316, 316L, 321. 1Cr18Ni9Ti, 00Cr19Ni10

00Cr17Ni14Mo2, etc.)

Al loy Steel:A234WP12, A234WP11, A234WP22, A234WP5, A420WPL6, A420WPL3

Carbon steel :St37.0, St35. 8, St45. 8

Stainless steel:1.4301,1.4306, 1. 4401, 1. 4571

Alloy steel:1.7335, 1.7380, 1.0488 (1. 0566)

Carbon steel :PG370, PT410

Stainless steel :SUS304, SUS304L, SUS316, SUS316L, SUS321

Al loy steel:PA22, PA23, PA24, PA25, PL380

10#, 20#, 20G, 23g, 20R, G235, 16Mn, 16MnR, 1Cr5Mo, 12CrMo, 12CrMoG, 12Cr 1Mo

Transparent oil, rust—proof black oil or galvanized

In wooded cases or pallets, or as for clients’ requirements

7 ~ 30 UPON YOUR REQUESTS

CERTIFICATION: IS0, API, PED, CE, TUV DIN ETC

MILL TEST CERTIFICATE: EN10204/3.1B, ETC..

FACTORY IN-HOUSE OR THIRD PARTY INSPECTION ETC.

T/T, SIGHT L/C, USANCE L/C ETC
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annealing,normalizing,quenching and rim quench depth: 5-20mm

treatment:

)\ ER a1 T2l Projecting profile, roughness tester, hardness tester, concentricity tester ect, UT ultrasonic
testing detecting instrument

) N7S ol 61l 10~45 days after confirmation.

Packing Seaworthy plywood packaged on steel pallets or as customer's request




>0



>0












?>>0< &









>0> > &&



-1 &7 F




-0-1- - , , - +40
00: >. :AB,-?- .>, @<0,-4 <-1
0,&> 4 - - ,14?7@, >=,- 472,-

:;) )II ; C: ;) )Il n .,
*@&1 :***+1 1 -+ .
D&, ,-+
_D’ +
2

WELCOME TO LFDY



